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INTERGRANULAR CORROSION OF HIGH-PURITY ATUMINUM IN
HYDROCHLORIC ACID. I - EFFECTS OF HEAT
TREATMENT , IRON CONTENL, AND
ACID COMPOSITION

By M. Metzger and J. Intrater
SUMMARY

The intergranular corrosion of high-purity aluminum in hydrochloric
acld was studied as a function of iron content, heat treatment, ard acid
composition under conditions where the rate of intergranular penetration
was of the order of 1 millimeter per week. The behavior of specimens
quenched to retain a single-phase structure indicated the rate of sttack
on the high-angle grain boundaries to be influenced by the segregation in
these boundaries of iron and possibly other impurity atoms. Under the
conditions studied, this segregation reduces the rate of attack; this led
to the conclusion thaet the boundaries are inherently anodic. When the
heat treatment was such that precipitation of a second phase could have
occurred, the corrosion behavior could not be correlated with the small
amount of second phase actually observed on microscoplc exsmination, and
it was postulated that pre-precipitation concentrstion gradients in the
metal can have a strong influence on corrosion. Intergranular attack is
rapld when there 1s a continual evolution of hydrogen gas from the inter-
granulsr crevice. Rapld attack can be obtained at low acid strengths by
increasing the copper or iron conmtent of the acid. This favors the strong
attack on the low-angle grain and subgrain boundaries observed after cer-
tain heat treatments. Metallic impurities in the acid can also be responsi-
ble for preferential corrosion of the grain bodies observed in portions of
some gpecimens with relatively inasctive boundaries. When both the strength
and the metallic-impurity content of the acid are low; a protective f£ilm
forms over the surface and intergranular attack is very slow.

INTRODUCTION

The conditions of the metel structure responsible for susceptibility
to intergranular corrosion which are best understood are those which occur
in two-phase alloys when precipitetion has oceurred at the grain boundaries
and has produced regions which have been proven to be anodic to the other -
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constituents of the structure by measurement of the solution potential

of the isolated constituents (ref. 1). Ih some cases the anocdic region

is & zone adjacent to the boundary end lower in alloy content than the u
remainder of the grain and in others the preclplitate itself is anodic.

On the other hand, in a truly single-phase metal or alloy where inter-

granular corrosion is observed, other causes of susceptlbility must be

sought. It has been suggested that the grain boundary itself, that is,

the narrow transition reglon between adjoining grains, is anodic as a
characteristic inherent in its structbure. This cannot be demonstrated -
except by elimineting the other possibilities. The other conceivable -
cause is that Ilmpurity or solute atoms in solid solution have a strong
preference for sites at the grain boundary end their higher concentration
at the boundary produces a significant alteration of its chemical activ-
ity. This segregation has been advanced as responsible for the action

of boron in steel and blsmuth in copper, among others; Mclean (ref. 2)
suggested that it occurs when there is an appreciable difference in size
between solute and salvent atoms, and Cottrell (ref. 3) has glven a
detalled treatment for the analogous case of segregation at a dislocation.
The evaluation of these possibilities in single-phase metals susceptible
to intergranular corrosion is of fundamental interest. -

One case in thls category, the subject of the present report, is v
high-purity aluminum which suffers intergranuler attack in hydrochloric
acid under certasin conditlons; the rapid attack obtainable makes 1t
experimentally convenient. Previous studies of this phenomenon have not »
led to a satisfactory understanding of the effect of the impurities on
the susceptibility to intergranular corrosion. The structure of this
material after heat treatment mey be two phase, which is often difficult
to detect because of the smell amount of the second phase, and some of
the previous work has probably been done!in this condition. Clarification
of this case was desired in addition to the investigation of the effect of
impurities in the single-phase state. An additional feature of interest
is the preferential attack of the grain bodies observed under some -
circumstances.

Knowledge of the factors influencing the chemical properties of the
grain boundary would be of partlicular importance for single-phase copper ~
alloys, meny of which are susceptible to' rapid intergranular failure by
stress corrogsion in ammoniacel atmospheres, although high-purity copper
itself is immune. It has been shown by Thompson and Tracy (ref. 4) that
those alloys which fail rapidly under stress are the ones for which
intergranular attack occurs in the absence of stress, and thus one aspect
of this problem is the reason why copper. becomes susceptible to inter-
granular corrosion when certain solute elements are added. Many of these
elements are effective in small amounts (e.g., phosphorus at less than
0.01 percent) at which the properties of. the grain body cannot be sub-
gtantially altered and which can be influential only if the atoms of the -
element have a strong tendency to segregate at the grain boundaries.



NACA TN 3281 3

Previous Investigstions

The first account of this phencmenon is that of Rohrman (ref. 5)
who found that 99.95-percent aluminum quenched from 600° to 650° C dis-
integrated intergranularly in 10 and 20 percent hydrochloric acld while
specimens furnace cooled from this temperature range did not.

Lacombe and Yannaquis (ref. 6) found no difference in the tendency
to intergranular corrosion of aluminum of 99.99- and 99.9986-percent
purity. The latter conteined 0.0002 percent lron, 0.0009 percent silicon,
and 0.00035 percent copper with a spectrographic trace of zine and is the
material of highest purilty for which intergranular-corrosion studies have
so far been reported. The samples were strained 2 percent, annealed at
600° C, and furnace cooled in 12 hours. These investigators showed the
effects of increasing the acid strength and passing a current in reducing
the time required for intergrenular attack. They demonstrated the very
low susceptibility to attack of a boundary between grains of very nearly
the same orientation and also of a coherent twin boundary. These bounda-
ries are the ones where the misfit of the adJoining lattices is small st
the Jjunction end the lattice in the transition region is relatively
undistorted. At the boundary between grains of substantially different
orientations there is considerable misfit, and Lacombe and Yapnaquis
postulated that the existence of "discontinuities" in such a boundary was
responsible for its susceptibility.

Roald and Streicher {ref. 7) measured the rate of dissolution in
20 percent hydrochloric acid of five grades of aluminum from 99.2-
to 99.998-percent purlty after quenching or furnace cooling from 5750 C.
They found no difference in the type of attack for quenched from that for
furnace-cooled specimens; however, for several compositlions of lesser
purlty intergranular attack was not observed. They polnted out that the
solubility of iron in aluminum 1s very low and that when the second phase
is present it has a strong influence on corrosion by providing cathodes
of relatively low hydrogen overvolbage.

Mears, Brown, and Dix (ref. 8) described measurements on 99.986 per-
cent aluminum in 22%-percent hydrochloric acid where the direction of

current flow was determined with the grain boundaries masked out on one
specimen and the grain bodies on a companion specimen. After quenching
fram 620° C the boundaries were anodic while after slowly cooling from
this temperature the grain bodies were anodic. In the latter case, pref-
erential corrosion of the grain body occurred (in 10 to 20 percent acid)
and the boundaries were left in relief (ref. 1). This type of attack has
also been noted by Chaudron, lLacombe, and Yannaquis (ref. 9) under unspeci-
fied experimental conditions.
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From the results of these investigations it may be noted that (1)
the fact that, in some cases, intergranular corrosion has been observed
in furnace—cooled specimens indicates that internal stresses, as might
be produced by quenching, are not essentisl, and (2) impurities must
have a strong influence under certain cdnditions because quenched and
slowly cooled specimens may behave differently and, stresses being
excluded, these can differ only in the form and distribution of impurities.

When the work of the authors of the present report was almost com-
pleted, 1t was learned that Dr. E. C. W. Perryman had been maeking a scme-
what similar investigstion. He studied the effect of an iron content
from 0.001 to 0.055 percent on the intergranular corrosion in 10 percent
hydrochloric acid after heating at 640° C and guenching or cooling slowly.
Quenched samples of higher iron content showed hlgher rates of Inter-
granular attack. Perryman concluded that segregation of lron atams at
the grain boundaries was involved and dlscussed the mechanism of corro-
sion from the viewpoint of cathodic boundaries. His rates of intergranu-
lar penetration were several microns per month, much lower than in the
present work where the rates were of the order of 1 millimeter per week.

Possible Effects of Impurities

There are several ways in which impurities can conceivably influence
intergranular corrosion. (1) There may be associlated with the bounderies
elther a second phase or concentration gradients in the solid solution
(because of pre-precipitation phenomena or failure to achieve homogeniza-
tion of the matrix following precipitation) resulting in solution potential
differences; if either of these conditions 1s responsible for susceptibil-
ity, a homogeneous single-phase structube would not be susceptible. (2)
In a single-phase structure, the boundaries may be susceptible in the
absence of lmpuritles. If Impurlity atoms 1n solid solution tend to segre-
gate in the boundaries and if the chemical activity of the boundaries is
thereby altered, this may produce susceptibility or merely enhance or
diminish it.

In the present investigation, an attempt is made to evaluate these
posslbilities by observing intergranular corrosion after various heat
treatments designed to alter the distribution of impurities. All speci-
mens are initlally annealed at an elevated temperature to produce & large
grain size for convenience of observation. Now the quantities of impurlty
elements in high-purity aluminum are, for the elements commonly reported,
well within the solid-solubility limit at sufficiently elevated tempera-
tures. A properly quenched specimen 1s therefore assumed to be single
phase. It 1s only for iron that comparatively high temperatures are
required (400° to 5000 C for iron in the range 0.001 to 0.006 percent),
and an aluminum-iron phase (perhaps involving silicon and manganese)
would be the major second comstituent in specimens which are not repldly
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quenched or which are reheated at lower temperastures after quenching.
However, since the quantity of the second constituent in material of
relatively high purity will be very small, it cannot be assumed that a
reliasble determination of its presence or distribution will always be
made metallogrephically. Further, it must be assumed that precipitation
and homogenization will not generally be complete and there will be con-
¢centration gredients within the solid solution in a1l specimens which
are not rspidly quenched. The precise distribution of these gradients
will not be known, and it may be anticipasted that the relstion of sus-
ceptibility to intergranular corrosion to structural conditions in the
metal will be difficult to determine in this case.

In the* study of single-phase structures, evidence for the segrega-
tion of lmpurity atoms in the grain boundaries will not be obtainable
microscopically but certain inferences concerning the distribution of
impurity atoms can be drawn from statlistical mechanical considerations
of a general nature. Under equillbrium conditions in the solid-solution
region, the only possible structural variation 1s in the fraction of
atomic sites in the grain-boundary reglion which is occupied by impurity
atoms. If the interaction energy assoclated with the segregetlon of an
impurity atom varies only slowly with temperature, as is expected when
the most important factor is relative atomic size, then the fraction of
boundary sites occupied by impurity atoms willl be lower the higher the
tempersture. The influence of the segregation phencmenon on intergranu-
lar corrosion can then be studied in samples rapidly quenched to preserve
the grain-boundary compositions characteristic of different temperatures
in the solid-solution range.

The presence of trace Impurities in the zluminum not included in the
snalysis report would effectively invalldste the assumption that the
structure is single phase above the solution tempersture for iron only
when the amount of impurity present and its solubility happen to be
related in a special menner; any impurity which 1s essentially insoluble
at all temperatures cannot be responsible for changes in susceptibility
to intergranular corrosion with heat treatment.

Solid Solubility of Iron

The solid solubility of iron In alumimm (i.e., of the aluminum-iron
phase, approximately AlﬁFe) wag determined down to 500° C by Edgar on

quenched samples using the electrical-resistance method (ref. 10). For
an estimate of the solubility limit at lower temperatures, his deta have
been extended by plotting the logarithm of the solubility wversus the
reciprocal of the absolute temperature and extrepolating the straight
line obtained. The values are glven in table I.
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Summary of Experimental Work

The experimentael work coamprises threé parts: (1) A broad survey of
the effect of heat treatment on intergraniler corrosion in a slngle com-

position of high-purity aluminum leading to preliminery inferences on the

relation between structure and susceptibility following the reasoning

outlined above, (2) a close study of the effect of segregation of Impurity

atams at the grain boundaries in three compositions of differing iron
content together with a few tests following up some phenomena observed

in part (1), and (3) a study of the effect of the composition of the test

acid and observations relating to the mechanism of corrosionm.

This investigation was conducted at Columbis University under the
sponsorship and with the financial assistance of the National Advisory
Committee for Aeronautics. The-authors wish to express their apprecia-
tion to Professor T. A. Read for valuable discussions and suggestions,
to Professor M. Genssmer for his Interest and encouragement, and to
Mr., E. H. Dix, Jr., Mr. R. H. Brown, and Dr. R. D, Williams of the
Alumlnum Company of Amerlca for helpful discussions and for kindly pre-
pering the specimen material. Thanks are also due Messrs. A. Gross
and E. W. Jensen for assistance with the experimental work.

EXPERIMENTAL PROCEDURE

The analyses of the material used in this work are given in teble II.

The material was in the form of hard-rolled (-H18) sheet supplied by the

Aluminum Company of America. Specimens in the form of &—'by l§ -1inch strips
were sheared or cut from the stock and the €dges were finished by f£iling.

Heat treatment was carried out in alr in Alundum combustion boats or

(during the preliminary work) with the samples sealed in Pyrex tubes under

& vacuum of better than 0.1 micron. The sample was in contact with the
glass at only a few points at which it was protected by an oxide film,
and it is not thought that this procedure resulted in an eppreciable
pickup of silicon.

For the corrosion test, the specimen was coampletely immersed in
300 milliliters of hydrochloric acid in g 600-milliliter besker covered
with a watch glass. It rested on the lodg edge, held upright by a small
U~shaped piece of Pyrex cane. To provide an initial surface favorable
for corrosion, it wes found convenient to etch the specimens, rinse
gseveral times with acid of the same composition as the test acid, and
insert in the test solution. Etching was continued to Just beyond the
time required for hydrogen to be evolved over the specimen surface. The
etchants used acted partly to dissolve the f{lm snd partly to undermine
it by dissolution of the underlying metal. In many cases, film removal
was not complete snd some small oxide flakes were observed after a few
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hours in the test beaker, but this was not found to have a significant
effect on the form or rate of corrosion.

The time reguired for one or a few grain boundaries to be corroded
through the thickness of the sheet, as determined by holding the sample
up to a light, was designaeted the "failure time" and served as a measure
of the intergranulsr corrosion rate. In later tests, the sensitivity
was lmproved by using a strong parallel beam of light in a darkened room.
A forceps with long Teflon tips was used to hold the specimens for exami-
nation; they were removed from the test solution for less than 30 seconds
and remained wet. No indication was found that this procedure influenced
the subsequent progress of lntergranular corrosion. '

The acid content of the test solution was chosen to yleld relatlvely
rapid intergranular corrosion (failure times of the order of a week) with
little attendant general corrosion. In the preliminary work, this was
obteined with T percent hydrochloric secid (7 grams HC1 per 100 grams
solution). Subsequently, a different source of distilled water was used
to make up the test acid and the corrosion rate in 7T percent acld was
then found to be extremely slow. Analyses of the two waters and of one
lot of the concentrated acid reagent (believed to be representative of
the several lots used), given 1n teble III, together with checks of the
effect of copper and iron additlons to the water indicated that the agent
accelerating corrosion in the M weter was copper. With H water, the
aclid strength was lncreased to 20 percent to obtaln the required rate of
intergranular sttack.

PRELIMINARY SURVEY OF EFFECT OF HEAT TREATMENT

In this portion of the work, a survey was made of the influence of
a wide range of heat treatments. Material C containing 0.006 percent
iron (minimum solid-solution tempersture, 500° C) and a test solution of
T percent hydrochloric acid made up with M water (thus containing sbout
0.8 parts per million of copper) were employed. The standard anneeling
treatment was 600° C for 18 hours. This is within the solid-solution
region and produced & convenient grain size of several millimeters. Often,
preferred orlentation was noted. No speciael attempt was made to take into
account this and other factors, such as the fluctuastions in room tempera-
ture from test to test, which contributed to variations in the rate of
corrosion. The form of corrosion was always reproduced, and the failure
times were sufficlently reproducible for the purpose of the survey.

As a check of the posslble influence of exposure to nitrogen during
heat treatment, early samples were heat treated after sealing under vacuum
in Pyrex tubes. Although this procedure did not suppress susceptibility
to Intergranulsr corrosion, the practice of heat-treating sealed samples
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was continued. For a reasonsbly efficlient quench the tube must crack on
immersion in the cold water, and the sample wes discarded when the tube
failed to crack.

Effect of Method of Surfdce Preperstion

When an etchant is used to remove the surface oxide film prior to
immersion in the test solutlion, the corrosion test can be influenced 1if
there 1s cementatlon on the aluminum surfece of relatively noble metallic
impurities in the etching solution or, in the case when two phaeses are
present, if there 1s preferentlal attack on the matrix and enrichment of
the surface in the cathodic second phase. It was thought that these
effects might be minimized by the use of dn oxidizing acid mixture; the
following etchant A has been used as standard: 10 milliliters of sul-
furie acid, 2 milliliters of nitriec acid, ‘2 milliliters of hydrochlorie
acid and 50 milliliters of water at T0° C for 3 minutes. Intergranular-
corrosion tests on specimens water quenched from 600° C showed similar
types and rates of corrosion after etching either with etchent A, with
a modified Tucker's reagent (hydrochloric, nitric, and hydrofluoric acids
in water) at room temperature, with 3T percent hydrochloric acid at room
temperature, or with hot 10 percent sodium hydroxide or after f£iling
llghtly instead of etching. Further checks throughout this investilgation
have not indlcated any effect of the methéd of surfece preparation on the
form of corrosion; an effect on the rate 6f corrosion was observed only
in a few instances. One such case was noted in specimens reheated to
LoO® C after quenching; for these, sodium hydroxide gave a failure time
of 6 days as compared with 16 days for etchant A. This difference does
not sppear to be attributable to enrichment of the specimen surface in
the second phase when etched with sodium hydroxide since the amount of
second phase identifiable in the microstructure is very small. It mey
be noted, however, that sodium hydroxide is less desirable as an etchant
because the iron and heavy-metal contents of the reagent are substantially
higher than those of the acid reagents available.

An additional ingtance of an effect due to the surface preparation
was noted in several samples etched in sodium hydroxide and rinsed in
distilled water before immerslon in the tést solution when they remained
almost a week in the test solution without noticeable progress of inter-
granular sttack, presumsbly because of a uniform protective film. After
re-etching and rinsing as usual only with the stock test acid, inter-
grenular atteck proceeded at the normal rate. Evidence for the formatlon
of & protective £ilm under other conditlons will be described later.



NACA TN 3281 9

Effect of Reheating Quenched Specimens

As the first part of the survey of heat treatments, the effects of
reheating specimeéns previously water quenched from 600° C at temperastures
from 100° to #00° C wére investigated. The sppearsnce of a quenched
specimen is shown in figure 1(a). Boundaries between grains of substan-
tial orientation difference are strongly attacked, but the attack of sub-
grain and low-angle grain boundaries i1s weak and only superficial even
after prolonged exposure to the test aecid. This is similar to the
behavior reported by Lacombe and Yannaquis. The shallow uniform etching
of the surface of a quenched specimen is taken as a reference condition
of negligible general corrosion.

For a reheating period of U4 hours, a temperature of 200° to 250° C
produced slight general corrosion (surface roughening), while at 300°
and 400 C there was a little general corrosion accompanied by a strong
attack of the low-angle grain and subgrain boundaries as well as of the
high-angle grain boundaries. The last is shown in figure 1(b). The rate
of cooling from the reheating temperature had no noticesble effect. Cor-
rosion of subgrain boundarles had been noted by ILacombe and Yannaquis
(in furnace-cooled specimens) after prolonged anodic treatment in hydro-
chloric acid. '

Microscopic examination shows that the change in behavior et 200° C
and above is accompanied by structursl changes, indicated by substantial
changes in the response to various etching solutions; & second phase was
identified at 300° C, but the scattered fine particles observed cannct
account for the uniform strong subgrain-boundary attack.

As a brief check of stress relaxation, specimens were reheated 1 hour
at 200° C or T4 hours at 150° C since the data of K& indicate that the
shear stress across the grain boundaries of high-purity aluminum relasxes
to 70 percent of its initial value after these treatments (ref. 11); no
slgnificant decrease in susceptibility to intergranulesr corrosion was
found. Tt would not be suspected that stresses play a large part in
intergranulser corrosion of sluminum since there is no anisotropy of ther-
mal expansion and the only stresses introduced are those due to tempera-
ture gradients within the specimen during the quenech. These are not
likely to be large because of the small section and high thermal
conductivity.

Effect of Rate of Cooling

Data showing the effect of the rate of cooling from the annealing
temperature are given in table IV in order of estimated cooling rate.
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With an air blast or liquld-nitrogen gquench, the subgrain boundaries
and low-angle grain boundaries are attacked rapidly and only slightly
slower than the high-angle grain boundaries. A number of subgrains have

fallen out by the time the high-angle boundaries and some subgrain bounds-

ries have corroded through the thickness: of the specimen. The subgrain
boundaries were less rapidly attacked after oil quenching. With air-
blast, liquid-nitrogen, or oil quenching, the strong relative orientation
dependence of the susceptibility of a boundary to corrosion noted by
Lacombe and Yannaquis does not apply.

The similarity between the effect of an inefficient quench and the

effect of reheating to 300° and 4OO° C after a rapid quench suggests that

the redistribution of impurity etoms during the inefficient quench
favoring corrosion of low-angle grain and subgrain boundaries occurs
during cooling through the 300°-to-400° C range. From the fact that this
effect 1s observed at cooling rates which are still rapid, it may be
inferred that this redistribution cannot involve the movement of the
impurity atoms over large distances and that. actual precipitation of a
second phase does not occur. Also, the strdng effects on the corrosion
of low-angle grain and subgrain boundaries suggest that a redistribution
of impurity atoms strongly assoclated with these boundaries must occur.
Lacombe end Berghezan (ref. 12) have escribed the susceptibility to
etching of subgrain boundaries in an alumirmm-zine slloy to concentration
of zinc atoms along these boundaries. '

The specimens slow cooled in 8 or 24 hours showed a number of char-
acteristic features, sometimes in different proportions in duplicate
samples. There 1s always thinning of the specimen to two-thirds or one-
half its initial thickness, in some grains more than others, by the time
the first boundaries have corroded through. Some subgrain boundaries
are sttacked. Only a fraction of the grain boundaries is strongly
attacked; at some of the others there id a slightly elevated ridge appar-
ently similar to the inverted intergramilar corrosion described by Brown
and Mears and by Chsudron, Lacombe, and Yannaquis. In e number of cases,
the boundary 1s corroded normally for part of its length and shows the
relief effect in the adjacent part or on the opposite face of the speci-
men. Subsequent observations indicate that this mixture of several types
of corrosion is assoclated with the high copper content of the test acid
and does not necessarily reflect variations in the structural conditions
along a grain boundary. :

Effect of Heat-Treating Temperature

Samples in the as-received condition were heated for 18 hours at

temperatures from 250° to 645° C and water quenched. Below 450° C general

corrosion predominated; it was almost sbsent above 500° C. Strong inter-
granular attack is noted at 450° C but is somewhat broad at 450°

and 500° C. Quenching from 550° C and &bove ylelded sharp intergranuler
attack. The solution tempersture of the aluminum-lron second phase is -~

biay .
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500° C for this material. Thus, 1t is in the single-phase region that
selective intergranular attack was observed, although some intergranuler
attack also occurs in the two-phase region where it is partially or com-
pletely cobscured by concurrent general corrosion.

Because the graln size begins to coarsen at 500° C and because there
were some variations in the degree of preferred orientation, a proper
comparison of the failure times for various temperatures of treatment was
not possible. However, there was some indication that intergranular cor-
rosion was faster after quenching from the higher temperatures in the
solid-solution range, and this suggested that the segregation of dissolved
atoms in the grain boundaries influenced the rate of corrosion. This
boint was marked for closer study.

Tests were also made on specimens furnace cooled at about 75° C per
hour after heating for 18 hours at 550°, 600°, 625°, and 645° C. In
general these showed, in varying proportions, the features observed in
samples slow cooled from 600° C and described above. In every case, the
rate of intergrasnular attack was lower than the rate for a specimen
quenched from the same temperature, but no trend as a funection of
annealing temperature was apparent in form or rate.

As previously noted in reheated samples, the occasional particles
of the second phase identified on microscopic exemination of slow-cooled
specimens do not themselves mccount for any festure of the corrosion
behavior of these specimens. In any event, knowledge of the distribu-
tlon of the second phase is not necessarily sufficient for understanding
the relation between the corrosion behavior and the structure of the
metal since it has been concluded from the results obtained with inef-
ficient quenches that a redistribution of impurity atoms not involving
actual precipitation can have a substantisl influence. Tt will be diffi-
cult to infer the distribution of dissolved impurities after slow cooling,
even when iInformation concerning the tendency for segregation of impurity
atoms in the boundaries is available, so that further intensive study of
the slow-cooled case seems unprofitable. On the other hand, the study
of the segregation phenomenon involves specimens rapidly guenched from
temperatures within the single-phase region, and inferences concerning
the distribution of lmpurity atoms in these specimens will not be sub-
Ject to the many uncertainties which attach to the slow-cooled case, as
indicated in the Introduction.

FURTHER STUDY OF HEAT TREATMENT AND COMPOSITION

For a close study of the effects on the rate of intergranular cor-
rosion of segregation of impurity atoms in the grain boundaries, some
experimental procedures were refined and three compositions of high-purity
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aluminum differing only in iron content were obtained through the cour-
tesy of the Aluminum Company of America. These ranged from about the
lowest available (I, 0.000% percent iron, minimum solid-solution tempera-
ture, 375° C) through an intermediste value (II, 0.004 percent iron,
solution temperature, 480° C) to.a relatively high value (III, 0.023 per-
cent iron, solution temperature, 590° C). Iron wes chosen as one element
likely to segregete in the boundaries since its atomic dismeter is more
than 10 percent smaller than that of aluminum.

It was considered desirable that the minimum annealing temperatures
be substantially ebove the minimum solid-soclution temperatures, and the
temperature ranges used were 500° to 64LT° C for I, 550° to 64T C for II,
and 647° C only for III. There was no evidence of melting at the grain
boundaries in any composition at 647° C. The annealing periods followed
the schedule of Edgar, 24 hours being used at 64T° C with an additional
2 hours for each 50° C decrease in temperature. While this procedure
does not provide an equivalent degree of approach to equilibrium at &if-
ferent temperstures when this depends on diffusion, the annealing times
are believed sufficient to avoild any considerable departure from equi-
1ibrium conditions. Extending the annealing period at 647° C to 96 hours
had no effect for quenched samples of any ¢omposition.

The subgrain size of the new material after heat trestment was too
small for convenient cbservation of the susceptlibility of the subgraln
boundaries to corrosion. :

Since, in order to insure a rapid quench, the specimens were now
annealed in alr, removal of the surface oxide was more difficult and the
temperature of etchant A was increased to 90° C. The heating of the
specimen during the etching operation had no notlceable effect, quenched
specimens which were etched with the modified Tucker etch at room temper-
ature or which were exposed unetched showing the same rate of intergranu-
lar corrosion in 20 percent acid as those etched with etchant A. '

The temperature during the corrosion test was maintained in the
range of 220 to 26° C. .

Effects of Temperature and Iron Content in
Single-Phasge Condition

In order to compare the segregation of impurity stoms at the grain
boundaries in msterials of differing iron content, the general argument
from statistical mechanics is applied. This indicates that at equilib-
rium at & given temperature there is a;certain ratlo of the concentration
of iron stoms in the boundary region to the over-all concentration. Thus
the boundary concentration will be higher the higher the iron content of
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the material, and so far as the boundaries are concerned the effect of
lowering the snnealing temperature is the same as the effeet of increasing
the iron content. In specimens rapidly quenched to preserve the boundary
concentration characteristic of the final annealing temperature, these
effects should be the same on the intergranular corrosion rate so long as
this rate is not found to be more strongly influenced by the over-all than
by the boundary iron concentrdation.

Specimens were treated at the severasl test temperatures in three
ways: (1) direct treatment in the as-received condition, (2) reheating
after a previocus quench from 647° C, and (3) heating to 647° C followed
by furnace cooling to the test temperature and holding, in each case
followed by a rapid quench. The rates of intergranular corrosion in
20 percent hydrochloric acid, as measured by the failure times (days for
at least one boundary to be corroded through the thickness of the specil-
men}, are given in table V, no allowance having been made for variations
in grain size which may have slightly influenced the failure times. These
deta show that the rate of intergranular corrosion is greater the higher
the final annealing temperature and the smaller the iron content. Although
the differences between meterials of different purity may conceilvably be
influenced by several factors, the changes produced by treatments (2)
and (3) of a single composition at different temperatures well within the
single~phase region can be interpreted only as due to the segregation of
Impurity atoms in the grain boundary. The rate of intergranular attack
is found to be lower the greater the concentration of iron and other
impurity atoms in the grain-boundary region. This leade to the conclu-
sion that impurities in aluminum are not required for intergranular cor-
rosion in this acid to occur.

The basic features of corrosion were similar in all cages. All
boundaries except those where there is a small orientation difference
between adjacent grains ultimastely corrode through. At the low-angle
boundaries, the attack is superflcial and scarcely progresses faster than
generel corrosion. Q(eneral corrosion appears in I and IT a&s a slow super-
ficial etching (fig. 2(a)) and in IIT as a gradual thinning of the speci-
men accompenied by attack at the edges (fig. 2(b)). The relatively severe
general corrosion in IIT is belleved due in large part to residuel com-
position gradients in the solid solution; observations to be described
later suggest that it can be regerded as a superimposed phenomenon sepa-
rate from the intergranular corrosion which is not observably different
except in rate from that in I and IT.

The measurements of the relative intergranular corrosion rates were
subsequently refined and the data analyzed to estimate the interaction
energy for the segregation of iron atoms in the graln boundaries. This
work is described in a separate publication. It may be noted here that
the intergranular-corrosion data could not be accounted for by the seg-
regation of iron alone, and it was concluded that et least one other
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strongly segregating lmpurity element wes also involved. Consideration

of the quantities of other impurities present and estimation of their

reletive tendencies to segregate by comparison of the atomic diameters .
with that of aluminum suggested that the '‘other impurity involved was

copper. . e

It was of interest to see whether the effects of the segregation of
Impurity atoms at the grain houndaries observed in 20 percent acid would
be the same under other conditions of corrosion. This was checked briefly
using a8 the test medium T percent hydrot¢hloric acid made up with H water
to which had been added 1 part per million of copper. This approximeted
the test conditions used in preliminary studies; since some genersl cor-
~rosion was now noted, the copper content of the test solution was proba-
bly & trifle higher than before. The specimens were quenched from 64T° C
or furnace cooled from this temperature to 605° C, held, and quenched.
Failure times are given in table VI. These values show the same trend
with temperature and purity as was indicated in 20 percent acid. The
feilure time of III at 64T° C was not determined since the general cor-
rosion in one part of the sample outraced intergrenular corrosion, but
it was evident that intergranular attack waw considersbly slower than
in T and II. Thils sample showed an area of pronounced inverted inter-
granular corrosicn not observed in 20 percent acid, with thin strips of
metal at the grain boundaries standing strongly in relief (fig. 3). At -
the same boundaries on the opposite side of the specimen, normsl inter-
granular corrosion had begun. In & quenchéd sample this mixture of
inverse forms of corrosion along the lergth of a single boundary cannot
be due to a mixture of structursl conditions at this boundary; it is
attributed to the action of the copper in the test acid. This action is -
discussed below.

Effects of Cooling Rete and Iron Content

To determine the effect of iron content in slowly cooled samples,
specimens of the new material were testéd in 20 percent acid after
heating at 64TC C and cooling at rates down to 4.5° C per hour. The
failure times, given in teble VII, show that at slow cooling rates the
rate of intergranular attack is decreaséd for I and II but increased for
ITI. In contrast to the preliminary studies, where the appearance of the
corroded specimen varied greatly with cooling rate, the slow-cooled speci-
mens in 20 percent acid were usuaslly similar in appearance (fig. 4) to
quenched specimens but were distinguishsble by a greater rate of general
corrosion and by a tendency toward pitting, usually st grain boundaries.
In addition, a weak inverted ilntergranular corrosion effect was noted on
a very few boundaries in the sample of II cooled at 75° C per hour after
prolonged immersion (18 days). That the effect of slow cooling as com-
pared with thet of quenching 1s strongly dependent on composition can ¥ 4
sccount for some of the varylng results of different investigastors on
this point.
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As in the preliminary work, microscoplic examination revealed a few
scattered particles of the aluminum-iron phase adjacent to graln bound-
aries (in II and III cooled at 4.5° C per hour and in III cooled at
T5° C per hour), but the structures observed do not account for the dif-
ference between the slow-cooled samples and the quenched samples. In
perticular, in III the particles of second phase observed optlcally are
much too widely spaced to account for the rapid intergranular attack as
being due to the integrated effect of concentrations of corrosion in the
vicinity of each particle acting as a strong cathode and careful exem-
ination of oxlide replicas in the electron microscope revealed no closely
spaced necklace of fine particles. However, the presence of the second
phase does contribute to the pltting observed in these samples.

In view of these observations, the effect of slow cooling on the
intergranular corrosion rate in these specimens is to be ascribed prima-
rily to redistribution of the impurity atoms wilthout actual precipita-
tion. If the cooling rate were sufficiently slow to malntain equilibrium
the distribution of impurities could be estimated by the followling argu-
ment. The concentration in the bounderies of some of the impurity stoms
increases as the temperature decreases except for iron where this trend
is reversed on passing below its solid-solution temperature since then
the equilibrium boundary concentration of lron is a function of its
rapldly decreasing sclld solubility in the grain body and not of the
total iron content. Most of the other impurities present are much more
soluble and their segregation is not limited in this fashion. Since I,
IT, and III differ only in iron content, at equilibrium at room tempersa-
ture they differ only in the amount of the aluminum-iron phase. If this
phase is not dilrectly related to intergranular corrosion, all three should
corrode at the same rate. That this is not the case is to be expected
since, at any practical cooling rate, equilibrium is not mainteined at
the lower temperatures because of the rapid drop in the diffusion rates
of the impurity elements. It may also be noted that the principal impu-
rity atoms in the boundaries at low temperatures would not be primarily
iron (as was the case in the rapidly quenched specimens studied previously)
and the effect on the intergranuler corrosion rate of boundary segrega-
tions of other impurity atoms may not be the same as the effect of segre-
getions of iron atoms. It is thus very difficult to interpret the inter-
granular corrosion behavior of slowly cooled specimens. Perhaps the very
rapid failure of specimens of III (as compared with I and II) after slow
cooling can be attributed to iron-concentration gradients in the solid
solution associsted with the boundaries; these gradients would be great-
est in ITIT where the iron content is greatest.

Additional instances in which concentration gradients are believed
to have strong influence were noted in water-quenched specimens of II
tested In 20 percent acid. Specimens annealed directly at 550° C suffered
rapld uniform general corrosion while specimens initislly annesled at
6L7° C and cooled to 550° C before quenching showed very little general
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corrosion. Somewhat similar behsvior is shown in C. Although 550° ¢
is within the solid-solution region for both IT and C, it is believed
that this temperature was not sufficlent to homogenize the matrix with
respect to the disselved iron and concentration gradlents remained.

Susceptibllity of low-Angle Grain Boundaries

In following up the result of preliminary work where strongly
enhanced attack of the low-angle boundaries was observed in material C
after quenching in liquid nitrogen from 600° C or reheating after water
quenching, a1l attempts to produce this effect in samples of I, II,
or IIT tested in 20 percent acid were unsuccessful. It was found that
even with the original materisl C samples quenched in liguld nitrogen
behaved like those quenched in water when tested in 20 percent acid, but
the difference was again observed when the acid composition used in the
preliminary work was duplicated by making up 7 percent scid with 0.8 part
per million of copper. In general, different structural conditions in
the sample produced a greater range of corrosion behavior in the latter
acid.

COMPOSITION OF TEST ACID AND MECHANISM OF CORROSION

Composition of Test Acid

In table VIII are summarized the results of various tests made to
determine the effects of the strength and metallic impurity content of
the test acid on the rate of intergranular corrosion in guenched samples.
The first parts of parts (a) and (b) show the influence of copper-ion
concentration in 7 percent acid, starting from very slow attack at the
minimm level of 0.1 part per million (alresdy present in the H water
and possibly in the acid reagent) through strong intergranular with
relatively little general attack at 0.8 part per million to rapid uniform
general corrosion at 8 parts per million. At a copper concentration of
0.1 part per million the behavior follows a simllar sequence when the
acid strength is increased as shown in the second part of table VIII (a).
These data parallel those of Lacombe and Yammaquls on the effect of
hydrochloric-scid concentration. It is perhaps noteworthy that thils
range of acid strengths represents a wider range of hydrogen-ion activi-
ties since the activity coefficient. increases with inereasing concentra-
tion in this range (ref. 13). The second part of table VIII (a) illus-
trates the reason for the choice of 20 percent acid (in the later portion
of this work) since it produces the most rapid rate of intergranular cor-
rosion not asccompanied by strong general corrosion. For higher acld con-
centrations general corrosion becomes relstively more promlnent and much
sbove 25 percent the specimen thins uniformly except for shallow grooves
at the grain boundaries. :
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The data also indicate that l1ron in the acid is much less effective
than equal amounts of copper in accelerating both intergranuler and gen-
eral corrosion. Even with 10 parts per million of iron in 20 percent
acid, up to the time the first few boundaries had corroded through there
was hardly more general attack than had been observed for the same period
of exposure when no iron was added.

In extension of the data in the last part of table VIII (b), some
tests have been made with 20 percent acid prepared by distillation using
8 fused esilica condenser and polyethylene containers. This procedure
was presumed to have reduced the metallic impurity content significantly
below the amount present in the acid reagent and the H water. The rate
of intergranular corrosion tended to be slower and, in contrast with
tests made with the original acild (i.e., that containing 0.1 part per
million of copper), was highly sensitive to surface preparation; also
the atteck was not so sherp. These are then further indications of the.
strong influence of the metallic impurities in the acid.

Hydrogen Evolution

Following the observation of a few streams of fine bubbles rising
from several samples immersed In the test acid, 1t was found that by
using lateral illuminstion in a dark room many more streams could be
seen. Close attention was then paid to the hydrogen evolution for all
subsequent samples.

For the samples in 20 percent acid or T percent acid with 0.8 part
per million of copper, it was noted that specimens showlng substantial
rates of intergranular attack alweys exhibited streams of bubbles from
some of the corroding grain-boundary crevices with perhaps an occasional
bubble or stream from some point in the grain interior. The size of the
bubbles ranged up to several tenths of a millimeter; they were finer and
more numerous in the 7 percent acid with 0.8 part per million of copper
than in 20 percent acid for the same rete of intergranular corrosion.

The bubble streams are observed only at dlscrete slites on a corroding
boundary, but since the boundary corrodes uniformly it would appear that
the observed site of bubble evolution does not indicate & localized cor-
rosion process but represents the point of collection and emission from
the crevice of the hydrogen formed in a region in the unobserved part of
the crevice. The bubble size usually increases somewhat during the course
of the test, suggesting that the size observed is determined by the width
of the mouth of the corroded crevice which increases slowly dve to gen-
eral corrosion.

The rate of corrosion is closely relsted to the rate of hydrogen
evolution. At one extreme, samples in T percent aclid containing only
0.1 part per mlllion of copper, where the rete of intergranular corrosion



18 . NACA TN 3281

was very slow, showed no more than one or two bubbles from the whole
specimen in several minutes. At the other extreme, when intergranular
attack is accompanied by considereble general attack there is rapid bub- -
ble evolution from many points in the grain interior as well as streams
from the corroding boundaries. Further, samples with substantially dif-
ferent rates of intergranular attack showed substantially different rates
of bubble evolution from the intergranular crevices. The close relation
between the rate of hydrogen evolution and the rate of intergranular or
general corrosion strongly suggests that the production of hydrogen gas
is the principel cathodic reaction in all of those tests where corrosion
progressed at a substantial rate. For ohe sample, the total volume of
hydrogen evolved from the intergranular crevices was estimated and found
to be sufficient in magnitude to account for the volume of aluminum esti-
meted to have been dissolved near the graln boundaries.

Mechanism of Corrosion

The case considered is that of rapid intergranular corrosion in
single-phase specimens, where the only structural heterogeneities are
the grain boundasries. It is assumed that the evolution of hydrogen gas
observed at the corroding boundaries is the cathodle reactlion as suggested
above. Thus, both the anode (area where metal is being dissolved) and the 3
cathode (area where hydrogen gas is discharged) are within the ecrevice at
the corroding graein boundary. These congiderations do not indicate whether
the grain boundary itself is the anode or the cathode. Now the most rapid
intergranuler attack was found in the material of highest purity quenched
from the highest temperature, that is, where the impurity atom concentra-
tion In the boundaries was least and thus for the condition closest to a
"pure" boundary. From consideration of the structure and energy of such
a boundary, it is not reasonable that it would be cathodic to the remsin-
der of the grain and therefore the boundbry 1s concluded to be anodic.

Certaln considerations on the mechanism of corrosion are suggested
by the observations made in the course of thlis work. One factor involved
is the tendency for formation of a protective film; the formation by pre-
cipitation of an sluminum hydroxide surface film is presumed possible
when anode and cathode areas are adjacent since then the concentrations
of 2luminum lons near the anode adjoin the ares near the cathode where
the hydrogen-ion concentration has been refuced. Now if the evolution
of hydrogen bubbles at the local cathode, is sufficiently rapid, the
resulting stirring action can disperse the products of the local cell
reaction and prevent the stifling of corrosion by film formation. The
effect of inereasing acid strength, which facilitates hydrogen evolution
and also makes film formatlion more difficult, is postulated to make the
continual evolution of hydrogen possible at the cathodes adjacent to
weaker anodes, that is, at weaker local cells. Thus, in reference to ”
the second part of table VIII (&), in 7 percent acid the hydrogen-ion
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concentration 1s insufficient to result in continual evolutlon of hydro-
gen adjacent to even the strong anodes (i.e., the grain boundaries) and
intergranular as well as general attack is very slow. In 20 percent
acid, there can be continusl hydrogen evolution adjacent to the grain
boundaries but not adjacent to the weak anodes distributed throughout
the grain bodies so that a partly protective fllm is maintained over the
grain surfaces and general corrosion is not severe even though inter-
granuler sttack is repid. In 25-percent acid, the hydrogen-ion concen-~
tration is high enough to permit continual hydrogen evolution even in
the wesk local cells distributed over the grain surfaces and severe gen-
eral corrosion results in addition to lntergranulsr attack.

Metallic impurities in the acid which cement out on the specimen
surface and reduce the hydrogen overvoltage are considered to have an
effect analogous to that of lncreasing the strength of the acid. That
actual cementation occurs in the case of iron has not been verified.

The view that evolution of hydrogen gas prevents stifling of cor-
rosion because of the stirring action 1s consistent with the observation
that agitation (rotation) of the specimen in 20 percent acid greatly
increased the rate of general corrosion. It also increased the inter-
granular corrosion rate.

The factors of film formation and hydrogen evolution are also
involved in the pitting corrosion of aluminum in neutral chloride solu-
tions studied by Edeleanu and Evans (ref. 14) but appear to operate in
g different manner. In these solutions, irnitial attack &t any area
results in conditions favoreble to continuation of the corrosion in that
area end pitting can be induced by scratches. A mumber of attempts were
made to induce corrosion on the grain surfsces of specimens of high-
purity aluminum in hydrochloric acid of various compositions, but in no
case did corrosion progress preferentially at the scratches.

It may be noted that for rapid intergranular corrosion involving
the evolution of hydrogen from the intergranular crevice the principal
cathode is within this crevice and a corrosion current flowlng between
the crevice and the remsinder of the grain body is not required. The
extent of attack on the grain surfaces can be altered without affecting
the local action at the boundary. This was noted with specimens of I
and III after quenching from 647° C; when coupled in 20 percent acid, the
rate of intergranular attack or of bubble evolution from the corroding
crevices of eilther specimen was not substentially altered, but the
relative smounts of general corrosion of uncoupled specimens were reversed;
that is, coupling resulted in a moderate attack of the grain surfaces of
I while the surface of IIT remained almost completely unattacked. IIT
was 1%-millivolt cathodic or open circuit.
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Metallic Impurities in Acild

In addition to functioning in a manner analogous to inereasing the
acid strength as discussed previously, substantial copper in the acld
favors two particular phenomensa. One @f these 1s rapld subgrain boundary
attack; this has not been studied in detail. The other is the preferen-
tial attack of grain bodies observed on portions of certein specimens
with relatively inactive grain boundaries when tested in T percent acid
containing 0.8 part per million of copper. The effect appears in C
and IT (not in I or III) after slow cooling et T5° C per hour but was
most prominent in ITI after quenching from 647° C. In addition to inver-
sion of the corrosion et some grain boundaries, the slow-cooled semples
show in relief small areas of irregular contour the upper surfaces of
which are often bright, having remained almost completely unattacked.

In some cases, these areas cross grain: boundaries and are evidently not
connected directly with the structure of the metal. These areas are
thought to be determined at the start of corrosion by preferential
cementation of copper, possibly because of the nonuniform oxide film
remaining efter etching, since any area sufficiently covered with copper
will continue to function as a cathode! and remain unattacked until it is
undermined by dissolution of the underlylng metal. If the seme process
is to lead to preferential attack of some grain bodies, then some grain
boundaries must be smothered by copper, which is perhsps possible when
these boundaries are only weak anodes and are cathodic to other bound-
aries; the selective cementatlon of the copper in this case might be
related to a more rapid removal of the residual film at the boundaries.
The importance of the initlal surface condition 1s indicated by the
observetion that there were no grain boundaries but only irregular areas
in relief in a duplicate sample of IIT quenched from 647° C which, con-
trary to the usual procedure, was not etched before immersion. It is
slgnificant that these phenomens did not occur in samples where the grain
boundaries were rapidly attacked. The presence of actlive boundaries
apparently results in cementation of c0pper which is substantially uni-
form over the grain surface.

An sdditional point of interest is the reason for the tremendous
change in the influence of copper between concentrstions of 0.2
and 0.8 part per million in T percemt acid. At 0.8 part per million a
change in surface color (initial cementation) could occasionally be
observed some hours after immersion; after a day the surface has been
roughened and at least some of the copper appeers as small black specks
clinging loosely to the specimen. There was no evidence of slackening
of the corrosion rate in the latter stage, and there is no reason to
suppose that the copper ceases to be effective then since it can be
oxidized and redissolved. If it were .to be assumed that substantially
all the copper has cemented out in a uniform layer (except for the cor-
roding boundaries) and the surface-roughness factor is of order 100,
then for 0.8 part per million there would be a layer 5 A thick, and *for
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0.2 part per million the layer would be incomplete. However, the remark-
eble increase of the intergranular corrosion rate from 0.2 to 0.8 part
per million of copper as due to the attaimment of a crltical thickness
of the copper layer seems less plausible then the possibility that there
is & criticel concentrastion of copper in the acild below which copper
reaches the specri=en surface too slowly to prevent the formstion of a
protective film. Cbservations relating to the surface film formed in

T percent scid containing 0.1 part per million of copper are presented
in the followling section.

An attempt to study the form of the copper on the surface of samples
of IT by electron diffraction was unsuccessful because exposure to T per-
cent acid with 0.8 part per million of copper for several periods of time
produced at most & few faint diffuse diffraction rings which were not
sufficient for determining the surface phase. Since the diffractlon
spots and Kikuchl lines of eluminum were strong, any film of copper pres-
ent must have been extremely thin.

It may be noted that the copper and iron impurities in the specimen
cannot make a large contributlon to the total impurlty content of the
acid since, even if a specimen of IIT were dissolved completely, the
result would be only 0.l part per million of copper and 1 part per million
of iron in the acid. These impurities may concelvebly contribute to the
local corroslion process when thelr concentrations in the boundary are

high.

Slow Intergranular Corrosion

Prior to the discovery of the difference between M and H water,
a number of specimens of I, II, and III had been exposed to T percent
acid made up with H water and thus containing only 0.1 part per million
of copper. In none of these samples did intergrenulaer corrosion progress
more than 0.1 millimeter in several months. The behavior was different
in a number of respects from that observed at high rates of ilntergranular
attack. For one, bubble evolution was almost absent. In addition, the
intergranular attack was not uniform but generzally appeared as a string
of small pits along the boundary as had been observed by Perryman; there
was no attack of the grain surfaces except for fine pitting. There was
also evidence that a protective surface film had been buillt up since
samples exposed 43 days and then transferred without re-etching to 20 per-
cent acid or to 7 percent acid containing 0.8 part per million of copper
often remained unattacked for several days to more than a week. An
examination by electron diffraction of a sample exposed 57 days ilndicated
more surface phase than that observed in samples exposed in 20 percent
acid or in 7 percent acid containing 0.8 part per million of copper. This
pample exhibited a crystalline possibly oriented surface phase with inter-
plensr spacings of 2.05 A (week to moderate intensity), 1.39 A (very
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weak), 1.18 A (weak to moderate), 1.07 A (week), and 0.83 A (weak). This

is thought to represent a hydroxide phase; it 1s not the usual amorphous

product of oxidation in aqueous solution at room temperature nor is it -
thought to be alpha-~alumina despite an unexpected correspondence of the

spacings (not the relative intensities). It Is uniformly thin snd thus

would not be attributable to a conversion ﬁroduct of the original thick
gemma-alumine £film (of which patches remaln for several days at most

after the preliminary etching treatment). For comparison, samples of I,

IT, and III exposed in 20 percent acid show only a single very weak 4if-

fraction ring corresponding to an interplanar spacing of aepproximately

2.05 A. The procedure for electron-diffraction samples was to plunge T
them in methanol, rinse thoroughly with methanol, end insert immediately
into the camera (RCA Electron Microscope). There 1s no evidence of
observeble film formation due to this procedure since a specimen suffering
rapld hydrogen evolution all over its surface, where there 1s no opportu-
nity for a f£ilm to form in the solution, does not show the partial B
diffraction rings observed in the cases noted above. : =

After 65-day exposure, estimation of the depth of intergranular
penetration microscoplcally by focusing on the surface and the bottom of
the shallow V-grooves indicated some trend toward a greater rate of inter-
granular sttack the lower the final annealing temperature and the higher
the iron content. Samples quenched from 6470 C were sectioned, and the
maximum penetration was found to be about 20 microns in I and II and
gbout 60 microns in III. That the penetration is the same for I and IT
is not inconsistent with the observations of Perryman under apparently
similar conditions of corrosion since he studied meinly materials of
iron content higher than that of II. However, the small and erratic
differences between I and II observed by focusing or sectioning suggest
that slow intergranular attack would occur in this acild even in the
absence of impurities in the aluminum. The data are in agreement with
those of Perrymsn in suggesting that sufficiently high concentrations of
iron (and possibly other impurity) atoms in the boundaries increase the
rate of intergranular sttack. This is an'additionsel feature in which
the intergranular corrosion differs at low rétes of abtack from that
formerly observed in acld compositions where the rate was high.

DISCUSSION OF STRUCTURE AND SUSCEPTIBILITY OF GRAIN BOUNDARIES B

At the boundary bhetween adjoining grains of different orlentation,
the crystal lattices cannot in general be: in register and there must be’ | -
a region where the atomic positions form the transition from one lattice
to the other. The transition region is considered to consist of =a
central portion of irregular structure but not amorphous, perhaps three
atom planes in thickness, where the stoms have definite positions -
although not those of either lattice, together with outer portlons where
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the lattice of each grain is normel but is acted on by stresses which
vanish at small distances from the center of the boundary. The grain
"boundary" is thus a region. Many of 1ts features are belleved to be
indicated in the bubble-raft models of Bragg and Nye (ref. 15).

Associsted with the boundary is an "interfacial" free energy which
glves rise to phenomena anslogous to those produced by the interfacial
tension between two liquids and which has in some cases been measured.
Structurally, this free energy is the result of the lattice disturbances
in the transition region; 1t is distributed throughout this region in
addition to the free energy the same smount of meterial would have if
there were no boundary. If the excess free energy of the transition
region caen sppear as chemical energy in a corrosive medium, this region
will be anodic to the body of the grain.

The interfacial free energy has been determined for copper as
550 erge per square centimeter at about 900° C, for gamma-iron as 850 ergs
per square centimeter et 1,105° C (ref. 16), and also for gold as 365 ergs
per square centimeter at 1,027° C (ref. 17). At room tempersture, the
interfacial energies wlll be higher becsuse the entropy term is then
smaller for severel reasons. A value of 500 ergs per square centimeter
is taken as & working estimate for e general grain boundary of aluminum
at room temperature. It has been shown that, excluding low-angle bound-
aries, the interfacial energy in sluminum does not vary greatly with
orientation difference except near a twin orientation or in certaln cases
when the boundary is near a plane of symmetry (ref. 18).

If the excess free energy in the transition region is taken to lie
prineipally in a region several atomic planes in thickness, say 8 A, the
free-energy difference per unit volume for the general grain boundary is
6,300 joules per gram-molecule. For aluminum dissolving at hypothetical
reversible electrodes, from the relation AG = -nF€ where AG 1s the
excess free energy per unit volume of the boundary, € is the difference
between the potentials of the grein-boundary and grain-body electrodes,
and nF 1is the quantity of electricity corresponding to the dissolution
of one gram-molecule of metal, the boundary would be 22-millivolts anodic.
This is sufficient to make the metal potentially susceptible to inter-
granular corrosion. Further, the excess free energy per atom is not the
seme for all stoms in the boundary, and some will be substantially more
active than the caleculated average potentiel difference would imply.

Even in the nonreversible case of actual corrosion, the grain bound-
ary will still be anodic because of its higher (more positive) free energy.
Depending on the surface conditions in the corrodent, the difference in
solution potentials may be reduced to & very low value, but there is no
reason to believe that the boundaries can be mede cathodic (except per-
haps under very speciel conditions as ln the presence of considersable
copper in the test solution in the case deseribed above). Thus the
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conclusion from the experimental work that the grain boundaries of ldeally
pure aluminum would be significantly anodic is a reasonable one from these
considerations of the boundary energy. Moreover, any 1ldeally pure metal
should be susceptible to intergranular corrosion when polarization of the
corrosion reaction does not prevent the attack from progressing. That =~
aluminum in hydrochloric ascid is an apparently isolated instance of rapid
intergrenular disintegration in a "pure” metal is merely to be ascribed

to the particular mechanism of corrosion which permits intergranular

attack to continue at & substantial rate.’

It may be argued that the free energy of the additional surface
exposed by lntergranular corrosion more than counterbalances the inter-
facial energy so that intergranular corrosion would be energetically
unfavorable as compared with ideally uniform surface corrosion where no
increase in the surface area or energy is involved. However, even for
an aluminum single crystal in hydrochlorie¢ acld, corrosicn of the surface
by the removel of layers which are uniform of an atomic scale does not
occur; surface corrosion as well as intergranular corrosion increases the
surface area of the specimen and, this factor being similar for both cases,
intergranular corrosion is favored because of the higher free energy of
the grain boundary. :

The reduction of the rate of intergrianular attack in 20 percent hydro-
chloric acid by the segregation of iron and possibly other lmpurity atoms
in the boundaries may be due to one or several factors. Either their
presence has lowered the local energy (effect common to all elements which
segregate) or it is a shift in the solution potential of the grain-boundary
reglon due to its incressed alloy content which is involved (effect spe-
cific to the element). Although only a fraction of the sites in the bound-
ary can be occupied by solute atoms, the lowering of the local energy at
the most active sites might be a significant factor in reducing the sus-
ceptibility of the boundary to corrosion. In the case of iron, increased
alloy content mskes the solid solution cathodic in hydrochloric acid so
that segregated iron atoms act to reduce the rate of attack both through
their effect on the local energy and their effect in making the boundary
region less anodic, and, therefore, with iron, no clue is provided as to
which of these effects is more important.

In the case of slow intergranular attack in T percent acid with
0.1 part per million of copper, sufficilently high grain-boundary concen-
trations of iron and poseibly other impurity atoms have the opposite
effect; that is, they lncrease the rate of attack. The difference in
behavior may be relsted to the more substantial surface film formed in
this acid, but the data avaeilable for this case are too limited for fur-~
ther discussion. However, it may be noted with regard to the suggestion
that slow intergranular attack would occur in this acid even in the
absence of impurities in the aluminum that thie 1s to be expected if the
boundaries are inherently anodic. The presence of a thin film might
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reduce the rate of the cathode or the gnode reaction but would not be
expected to alter the anodic character of the boundary, so that inter-
granular sttack of ideally pure aluminum should be observable in this
acid if the film is thin enough for the rate to be appreciable.

-CONCLUSIONS

The conclusions of the present investigation may be summarized as
followe for rapid intergranular corrosion of high~-purity aluminum in
hydrochloric acid (i.e., in 20 percent acid with 0.1 part per million of
copper or T percent acid with about 0.8 part per million of copper) :

1. Iron (and possibly other impurity) etoms have a strong tendency
t0 segregate at sites in the grain boundary. This segregation reduces
the rate of intergranulaer attack.

2. The grain boundaries are anodlc inherently, that is, in the
absence of impurities. This is concluded to be a reasonable conseguence
of the greater free energy per unit volume in the grain-boundary region
because of the contribution of the interfaciael free energy.

3. Rapld Intergranular attack occurs under conditions where there
is a loecal action producing a continusl evolution of hydrogen gas from
the intergranular crevice. For rapid and selective attack, the strength
and metallic impurity content of the hydrochloric acid must be Jjust below
the levels which result in continual hydrogen evolution over the entire
specimen.

. In the materials studied, the particles of the aluminum-iron
second phase observed after certain heat treatments were not sufficiently
numerous to have a substantial influence on intergranular corrosion. It
was necessary to postulate that intergranular corrosion can be influenced
by impurity-concentration gradients in the solid solution assoclated with
bounderies. To such gradients was attributed the rapid attack of sub-
grain and low-sngle grain boundaries (which normally are attacked slowly)
observed after certain heat treatments on exposure to solutions of rela-
tively low acid strength and high copper content.

5. Preferential corrosion of the grein body was found only in some
areas of specimens with relatively inactive grain boundaries and was due
to the manner in which copper in the acid cemented out on the specimen
surface rather than to the distribution of impurities in the specimen.

When the strength and metallic-impurity content of the acid are
low (tests in 7 percent acid with 0.1 part per million of copper), inter-
granular ettack is slow and different conditions prevail. There is no



26 S NACA TN 3281

continual evolution of hydrogen gas, the surface film 1s thicker, and the
intergranular attack 1s increased by sufficiently high concentrations of
iron and possibly other 1lmpurity atoms in the boundaries.

Columbis University,
New York 27, K. Y., June 25, 1355.
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TABRLE I

SOLID SOLUBILITY OF IRON IN HIGH-PURITY ALUMINUM

Temperature, °C . . . . . 640 600 550 500 400 300
Jron, weight percent . . . 80.04% | 20.025 |20.017 | 80.006 | P0.002 | P0.0008 | P0.00006

SExperimental values of Edgar (ref. 10).

bObta.ined. by extrepolation.

TABLE II
CHEMICAL ANALYSES OF HIGH-PURITY ALUMINUM SHEST
[Analyses furnished by Alumimun Company of fmerica]
Designation Thi i];:ness, Camposition, weight percent
' Cu 51 Mg Mu Na Ca

C 0.040 0.0032 | 0.0020 | 0.0006 | =coe——u= <0.0001 | <0.0006

I 064 .0022 .0006 .0004 | <0.0002 .0001 <.0002

II 064 .0022 | .0007 | <.0002 <,0002 .000L <.0002

IIT .06k .0022 .0007 .0002 <.0002 .0001 <.0002

TG82¢ NI VOVN
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TABLE IIT
ANATLYSES OF WATERS AND ACID
(a) Qualitative analyses of distilled waters from two stills

ESpectrographic_ estimates by Lucius Pitkin, Inc., on samples
concentrated by evaporation in a polyethylene-silica systenﬂ

Composition, parts per million
Designation '
Cu Fe Pb 81 Mg Al Mo
M water
(preliminary work) | 1 0.1L }10.01 ] 3 0.03 | 0.0L | —-=-
H water
(1ater work) I 03| 3 .1 .0l | 0.03

8Contamination suspected during preparation of concentrate.
Other data suggest that this figure should be lower,

(b) Chemical analysis of one lot of chemically pure
concentrated hydrochlorie acid

[Analysis furnished by W. C. Koch, General Chemical Division,
Allied Chemical and Dye Corp.]

Composition, parts per million

Heavy Metals (as Pb) | Fe |[Nonvolatile 80, |Free C1 |80, As

0.11 0.19 1 1.1l Nil 1 |<0.005
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TABLE IV
EFFECT OF RATE OF COOLING ON INTERGRANULAR CORROSION OF
HIGH-PURITY ALUMINUM IN 7 PERCENT HYDROCHLORIC ACID
CONTAINING ABOUT 0.8 PART PER MILLION OF COPPER

[haterial C, 0.006 percent iron, heated 18 hr
at 600° C in evacusted Pyrex tubes]

Cooling medium Failure time, Remarks
days
(2)
Water guench
(Annealed in air in
an Alundum boat) > S [
Water gquench i S T
Water gquench followed
by immersion in
liquid nitrogen 6 | e
Alr blast? 5 Subgrain boundaries corroded
through
Ligquid nitrogenP 8 Subgrain boundaries corroded
through
0il at 30° cP 12 Subgrain boundaries attacked
0il at 200° gP 12 Subgrain boundaries attacked;
a little general corrosion
Furnace cool in 8 hr 15, 23 Some subgrain boundaries show
shallow attack; some grain
boundaries are sharply
Furnace cool in 24 hr 19 attacked, others weekly,
others are in relief;
general corrosion results
in roughening of surface
end thinning of specimen.

8A1) except furnace-cooled specimens show strong lntergranular
corrosion,

berex tube did not crack durling quench.
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TABLE V
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EFFECT OF FINAL ANNEALING TEMPERATURE ON INTERGRANULAR

CORROSION RATE OF SINGLE-PHASE HIGH-PURITY

ATUMINUM IN 20 PERCENT HYDROCHLORIC ACID

Final annealing
temperature before
quenching, °C

Failure time ,‘da.ys s for specimens -

Heated
dlrectly

Quenched from 647° C,
rehested

Furnace cooled from
647° C, held

Composition I, 0.0004 percent iron

647 (24 nr) k,4,5,5 e T

600 (48 nr) 6 m———— ol eemmeaee

500 (96 hr) 15 T2 . | mmmmeee-
Composition II, 0.004 percent iron

6k 4,5,5,5,6,6 S

600 7 ——-- 9,9

550 (72 br) = |-=m---mm=m- 9,16 11,13,13
Camposition ITI, 0.023 percént iron

6L 11,13 S —
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TABIE VI
EFFECT OF FINAL ANNEALTNG TEMPERATURE ON RATE OF INTERGRANULAR
CORROSION OF SINGLE-PHASE HIGH-PURITY ALUMINUM IN
7T PERCENT HYDROCHIORIC ACID CONTAINING
0.8 PART PER MILLION OF COPPER

[éll samples heated 24 hr at 647° C; all samples thinned
slightly because of uniform general corrosion;]

- Failure time, days, for -
Condition Composition | Composition | Composition
I Ix IIT
Water quench 4 L (a)
Furnace cool to
605° ¢, hold 48 hr,
water quench 6 T ===

aIn.tergra.nula.r attack slow; falls by general corrosion.
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EFFECT OF IRON CONTENT AND COOLING RATE ON INTERGRANULAR CORROSION

RATE OF HIGH-PURITY ALUMINUM IN 20 PERCENT HYDROCHLORIC ACID

[A11 samples heatea 24 hr at 647 C|

Failure time, days, for -

Condition Composition I, |[Composition II,|Composition III,
0.0004 percent| 0.004 percent | 0.023 percent
iron iron iron
Water quench 45 4.6 11,13
Liquid-nitrogen quench
(sealed in Pyrex tube) 6 5 8
Furnace cool at
75° C/br 9 8 2 (pitting)
Furnace cool at o
4.5° ¢c/hr 8 9 1 (pitting
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TABLE VIII
EFFECT OF COMPOSITION OF HYDROCHLORIC ACID ON RATE OF INTERGRANULAR
CORROSION OF SINGLE-PHASE HIGH-PURITY ATUMINUM

(a) Camposition € (0.006 percent iron, 0.040-in. thick,
annealed at 600° C for 18 hr, water quenched)

Percent HCliMajJor metallic impurity in|Pailure time, R ks
by weight acid, part per million days sn(asz)
0.1 Cu >100 H water
About .8 Cu 4 M water
8 Ccu 4 Cu added to
7 H water
8 Fe 15 Fe added to
H water
T >100 = |ecsmmemccccman——-
16 0.1 Cu o1 (R [ —
20 y  leemmmemme e
25 1% Some uniform GC

(b) Composition I (0.00014- perecent iron, 0.064-in thick, esnnealed at
647° C for 2k hr, water quenched; CuCl, or FeCls added

to H water)

Percent HC1l |Major metellic impurity in {Failure time, R I
by weight ecid, part per million days sm(su): 8
a
0.1 Cu PNy T
.2 Cu >65 0 | e
T .8 Cu 4,6 Some GC
8cu | e Rapid uniform
GC only
0.1 Cu ) T
.8 Cu 2 Considerable
' nonuniform GC
20 1 Fe 2%. ________________
10 Fe 2 -

a
GC, general corrosion.

GC noted above 1s that observed at the

time when only & few grain boundaries had been corroded through.
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IL-85626
(2) As quenched. (b) Reheated at 400° C
for 4 hours.

Figure 1.~ Effect of reheating on attack of low-angle grain and subgrain
boundaries after 6 days in 7 percent hydrochloric acid containing
0.8 parts per million of copper. Aluminum C, 0.006 percent irom,
annealed at 600° C for 18 hours, and water quenched. 6X.
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L-85627
(a) Aluminum I, 0.0004 percent (b) Aluminum IITI, 0.023 percent
iron. iron.

Figure 2.- Effect of lron content on intergranmular attack after 16 days
in 20 percent hydrochloric acid. Specimens guenched from 6ll-7° c. 6X.
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L-85628
Figure 3.~ Graln boundaries in relief in one area of specimen.
Aluminum ITI, quenched from 647° C and exposed 5 days to T percent
hydrochloric acid containing 0.8 part per million of copper. Oblique
illumination; €X. -

L-85629
Figure 4.~ Intergranular attack on a slow-cooled specimen. Aluminum ITI,
cooled from 64T° C at 4.5° C per hour and exposed 1 day to 20 percent
hydrochloric acid. 6X.
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